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Antimony-doped tin dioxide electrodes supported on titanium have been used in the electrochemical treatment of aqueous solution
containing phenol. Ti/SnO2–Sb anode has high efficiency in the elimination of phenol, but its use is hindered by its short service
life. The introduction of platinum in the oxide layer �3 or 13 atom %� increases the electrode service life up to two orders of
magnitude. The electrocatalytic activity of the electrodes toward phenol oxidation has been analyzed with respect to the amount
of platinum in the electrode composition. Voltammetric studies show that the oxidation potential of phenol decreases with the
amount of platinum in the oxide layer. The activity for phenol oxidation per electroactive site is higher with the Sb-doped SnO2
electrode within the zone of electrochemical stability of the solvent. Galvanostatic electrolysis of phenol solutions was performed
analyzing several factors that affect the efficiency of the elimination process, such as anode composition, cell design, current
density, and phenol concentration. The electrode containing platinum �3 atom %� presents the highest efficiency for phenol
removal, even higher than Sb-doped SnO2.
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Electrochemical processes for wastewater treatment provide ver-
satile methods for the removal of refractory organic pollutants. An-
odic oxidation is a suitable technique either for the complete degra-
dation of organic compounds �electrochemical incineration1,2� or for
its transformation to nontoxic organic residues prior to the biological
process.3 The last process should be preferred for wastewater treat-
ments since the electrochemical incineration is a very expensive
method compared with standard treatments.

Phenolic compounds are used in many chemical and pharmaceu-
tical processes, and therefore are present in many industrial waste-
water streams. The electrochemical oxidation is a feasible alterna-
tive for phenol removal from aqueous effluents.4-8 In addition,
phenol electrolysis is a possible route for the synthesis of quinones.
A main problem of the anodic behavior of phenol is the electrode
fouling produced by polymerization of phenol. This problem can be
overcome using high potentials for phenol oxidation.9

The electrode material is a key factor for these processes and
must fulfill the following requirements: �i� high efficiency in the
organic oxidation, �ii� stability in anodic polarization conditions, and
�iii� low production costs.

The most used anodes for organic oxidation in aqueous media
are the so-called “nonactive” electrodes. These electrodes have high
overvoltage for the oxygen evolution reaction �OER� and promote
the oxidation of organic compounds by OH· radicals that are present
in high concentration near the electrode surface.10 Typical “nonac-
tive” layers employed in water remediation are PbO2,11,12 boron-
doped diamond �BDD�,8,13,14 and Sb-doped SnO2.15,16

Layers of antimony-doped SnO2 supported on titanium present a
high performance in the anodic elimination of organic compounds in
aqueous solutions, however its stability in such conditions is very
low. The service life of Ti/SnO2–Sb anodes is typically less than
12 h at 100 mA cm−2 for the electrolysis of aqueous acidic
solutions.17,18 The main cause for the deactivation of these elec-
trodes is the formation of a nonconductive tin hydroxide in the outer
layer of the oxide.19-22

In order to increase the service life of the electrodes, the compo-
sition of the coating has been modified by the addition of platinum
to the tin dioxide layer. This change in composition avoids the for-
mation of the outer passive layer and increases the service life in
several orders of magnitude.18,20 Platinum must be added in small
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amount in order to keep the electrocatalytic performance of the elec-
trodes. When the amount of platinum in the oxide coating is around
13 atom %, the electrocatalytic activity toward the oxygen evolution
reaction �OER� is not strongly affected by the presence of platinum,
and the variations of reactivity are more related to geometrical ef-
fects than to electronic changes. The electrocatalysis toward oxida-
tion of organic compounds with simultaneous production of oxygen
is narrowly bonded to the electrocatalysis toward OER because ma-
terials with high overpotential for OER have high activity for the
oxidation of organic compounds.10,23,24 Several papers can be found
in the literature concerning the oxidation of phenol and substituted
phenol compounds which are usual test reactions employed to en-
sure the electrochemical capacity of doped tin dioxide anodes for
their use in electrochemical remediation of wastewater.6,15,19,23,25

The aim of this work is to measure the effect of the presence of
platinum in the electrocatalysis of Sb-doped tin dioxide electrodes
toward the oxidation of phenol. The anodic oxidation of phenol is a
test reaction for the application of these electrodes for environmen-
tal electrochemistry.

Experimental

The electrodes of tin dioxide were prepared by thermal decom-
position of the salt precursor on a titanium substrate. The salt pre-
cursors were SnCl4·x5H2O �Aldrich�, SbCl3 �Fluka p.a.�, and
H2PtCl6 in a mixture ethanol �Merck p.a.� � HCl �Merck p.a.�. Prior
to the deposition process, the Ti support �plates of 7 cm2 for volta-
mmetric measurements� was etched during 1 h in a solution of boil-
ing oxalic acid �10%�. Ti/SnO2-Sb electrodes were prepared using a
solution containing 10% SnCl4·x5H2O + 1% SbCl3 and the elec-
trodes containing platinum were prepared by adding to the previous
solution a precursor of platinum. Two sets of electrodes were pre-
pared by adding H2PtCl6 0.4% in weight �3 atom %� and 2.1% in
weight �13 atom %�, respectively. The precursor solution was
brushed on a Ti plate and the electrode was introduced in an oven at
400°C during 10 min. This process was repeated 10, 20, and 30
times for attaining different film thickness. A final annealing was
performed at 600°C for 1 h. Details about the preparation method
were described in a previous paper.20 At least three electrodes of
each type have been prepared in this work and the data presented
here are the average of at least three concordant measurements.

The aqueous 0.5 M H2SO4 solutions were prepared form Merck
Suprapur. Phenol was from Merck p.a. and ultrapure water �Purelab
Ultra from Elga-Vivendi, 18.2 M� cm was employed for the prepa-
ration of the solutions. Potentials are referred to a reversible hydro-
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gen electrode �RHE� immersed in the same solution. Cyclic volta-
mmograms were obtained at a constant sweep rate of 100 mV s−1.
The current densities have been calculated using the geometric area
of the electrodes �7 cm2�.

Prior to electrochemical measurements, the electrodes of doped
tin dioxide were pretreated anodically at 10 mA cm−2 for 10 min in
order to clean the surface and stabilize the oxide layer.

The electrolysis runs were performed in filter-press cells. The
doped tin dioxide anodes were prepared by thermal decomposition
on titanium expanded meshes �electrode area 20 cm2�. The prepara-
tion method was similar to the process used for elaboration of plates.
The electrolyte was introduced in a jacketed reservoir and was
pumped through the reactor by means of centrifugal pumps. Phenol
concentration and chemical oxygen demand �COD� were analyzed
during the electrolysis by means of a Merck Spectroquant multiana-
lyzer equipped with a Nova 60 photometer. The total organic carbon
of the solution was analyzed with an AnalitikJena micro N/C total
carbon and nitrogen analyzer �nonpurgeable organic carbon �NPOC�
analyzer�.

Results and Discussion

Cyclic voltammetry and potential step measurements.— Fig-
ure 1 shows the cyclic voltammograms for a Ti/SnO2-Sb electrode
in a 0.5 M H2SO4 solution containing 200 ppm of phenol. In the
first voltammetric scan, an oxidation peak appears centered at
1.70 V due to phenol oxidation �current density j = 796 �A cm−2�.
At potential more positive than 1.9 V, the current rises due to OER.
There is no remarkable process happening in the backward scan,

Figure 1. Cyclic voltammograms of a Ti/SnO2–Sb electrode in a 0.5 M
H2SO4 + 200 ppm phenol solution. — first scan, – – – second scan, - - - - -
fifth scan. —•— voltammogram of the test solution obtained in the absence
of the organic compound.

Table I. Voltammetric data obtained from the oxidation of 200 ppm
phenol oxidation in the first voltammetric scan „E…, current density
total voltammetric charge of the electrode related to the total electro

Electrode
E

V �RHE�
j

�mA cm

Ti/SnO2–Sb 1.68 0.79
Ti/SnO2–Sb–Pt �3 atom %� 1.44 1.50
Ti/SnO –Sb–Pt �13 atom %� 1.38 7.82
2
indicating that phenol is irreversibly oxidized. An oxidation peak at
1.68 V appears in the second positive, but the current density of this
peak is lower than that obtained in the first scan �j = 574 �Acm−2,
degree of deactivation 28%�. The inhibition of the oxidation process
is due to the electrode fouling produced by the formation of a non-
conductive polymeric product coming from phenol oxidation.26 The
successive scans are very similar and evidence the formation of a
passive layer. The electrode surface can be restored by anodic po-
larization of the electrode at 10 mA cm−2 for 10 min.

Figure 2 shows the voltammograms of a platinum�13 atom %�-
antimony-doped tin dioxide electrode in a 0.5 M H2SO4 solution
containing 200 ppm of phenol. In the first voltammetric scan, an
oxidation peak appears at 1.38 V due to the oxidation of phenol
� j = 7.82 mA cm−2�. In the successive scans, the oxidation of phe-
nol is partially inhibited due to electrode fouling. The degree of
deactivation in the second scan is 17%. The oxidation potential of
phenol on these Ti/SnO2-Sb-Pt electrodes is the same as the oxida-
tion potential of this compound on polycrystalline platinum, which
indicates that phenol is mainly oxidized on platinum particles dis-
persed on the electrode surface. The oxidation peak of phenol on
polycrystalline platinum appears at 1.38 V, but the fouling process
is stronger in the platinum electrode than in doped tin dioxide elec-
trodes �voltammograms not shown�.

A similar voltammogram was obtained with a Ti/SnO2-Sb elec-
trode doped with platinum 3 atom % �figure not shown�. The peak
potential of phenol oxidation is 1.44 V and the current density is
1.50 mA cm−2. The electrode surface can be restored by anodic po-
larization of the electrode at 10 mA cm−2 for 10 min.

Table I summarizes the voltammetric data obtained in the oxida-
tion of phenol with these electrodes, including data of total voltam-
metric charge of the electrodes, qT

*, which is related to the number of
electroactive sites for charge transfer obtained as indicated in Ref.

Figure 2. Cyclic voltammograms of a Ti/SnO2–Sb–Pt�13 atom %� elec-
trode in a 0.5 M H2SO4 + 200 ppm phenol solution. — first scan, — — —
second scan, - - - - - fifth scan. —•— voltammogram of the test solution
obtained in the absence of the organic compound.

nol in 0.5 M H2SO4 with doped tin dioxide electrodes. Potential of
e peak maximum „j…, voltammetric oxidation charge of phenol „Q…,

sites „qT
*
…, and activity per site „Q/qT

*
….

Q
�mC cm−2�

qT
*

�mC cm−2�
Activity per site

�Q/qT
*�

5.78 2.55 2.27
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20, and the voltammetric oxidation charge due to phenol oxidation
in the first voltammetric scan �Q�. As can be observed, the elec-
trodes containing platinum have oxidation charges higher than elec-
trodes without platinum. Note, however, that the voltammetric oxi-
dation charge is referred to the apparent surface area of the
electrodes. In order to consider the real electroactive surface, the
values of oxidation charge �Q� have been normalized with the total
voltammetric charge �qT

*�, and the values of activity per active site
�Q/qT

*� are also presented in Table I. Attending to those data, elec-
trodes of antimony-doped tin dioxide present higher activities for
oxidation of phenol than electrodes doped with platinum.

In order to check the electrocatalytic activity of these electrodes,
chronoamperometric experiments have been performed. Potential
step experiments have been performed from an initial potential of
0.7 V �where no oxidation of phenol happens� to 1.8 V; at this po-
tential, the oxidation of phenol takes place in all the electrodes.
Figure 3a shows the plot of the current density vs time for
Ti/SnO2-Sb and Ti/SnO2-Sb-Pt electrodes in a 200 ppm phenol
+ 0.5 M H2SO4 solution. The shape of the transient curves is quali-
tatively very similar. After the relaxation of the double layer, the
current related with faradaic reaction due to the oxidation of phenol
in solution appears. In Fig. 3a, there are big differences in current
densities due to different roughness factor and number of electroac-
tive sites of the different electrodes. The real electrocatalytic activity
can be properly compared by normalization of the values of current
dividing the current by the total voltammetric charge related with
the surface sites �qT

*�. The normalized plots are shown in Fig. 3b.
This figure shows that comparable plots are obtained, indicating that
these electrodes present a similar mechanism for the oxidation of
phenol by potentiostatic method.

Figure 3. �a� Potential step measurements obtained during the oxidation of
200 ppm of phenol in 0.5 M H2SO4 solution. —-—-— Ti/SnO2–Sb–Pt �13
atom %� electrode, —•— Ti/SnO2–Sb–Pt �3 atom %� electrode, ——
Ti/SnO2–Sb electrode. �b� shows the normalized values of current density
� j /qT

*�. Initial potential 0.7 V. Final potential 1.8 V.
Electrolysis runs.—Electrocatalytic activity of doped SnO2
anodes.—In order to compare the electrocatalytic activity, the elec-
trolysis of aqueous solution of phenol has been performed employ-
ing different doped SnO2 electrodes as anodes in a filter-press cell.
The initial solution was 1000 ppm phenol + 0.5 M H2SO4. During
the electrolysis, the phenol concentration and the COD and total
organic carbon were analyzed.

Figure 4 shows the evolution of phenol concentration and TOC
with the charge during the electrolysis using a cell with a single
compartment at a current density of 25 mA cm−2. Figure 4a shows
the evolution of normalized phenol concentration �concentration di-
vided by the initial concentration� during the electrolysis runs. As it
can be observed, the electrode of Ti/SnO2–Sb–Pt �3%� presents the
highest performance for phenol elimination and almost 60% of phe-
nol concentration has decreased after 12 Ah L−1. This efficiency is
better than that obtained with a Ti/SnO2–Sb electrode without plati-
num. However the electrode doped with Pt�13%� has the lowest
efficiency for phenol elimination.

Figure 4b shows the evolution of the total organic carbon �TOC�
during the electrolysis runs and a similar trend can be observed for
the three electrodes studied. Taking into account that the solution
flows in a cell with a single compartment and the oxidation products
can be reduced in the cathode, this result indicates that phenol is
oxidized on the anodes to species that can be reduced in the cathode
�such as phenol oligomers or quinones� or refractory species toward

Figure 4. Evolution of the �a� normalized phenol concentration and �b�
normalized total organic carbon �TOC� vs specific charge in the electrolysis
of a 1000 ppm phenol + 0.5 M H2SO4 solution in a single-compartment
filter-press cell. Current density 25 mA cm−2. Cathode stainless steel. Rhom-
bus points ��� Ti/SnO2–Sb anode, square points ��� Ti/SnO2–Sb–Pt �3
atom %� anode, circle points ��� Ti/SnO2–Sb–Pt �13 atom %� anode.
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oxidation such as carboxylic acids. The reaction scheme would be27

Benzoquinone formed in the initial oxidation steps can be re-
duced in the cathode to hydroquinone, decreasing the current effi-
ciency for TOC removal.

The amount of organic compounds oxidized to CO2 can be seen
in Fig. 4b, where the evolution of total organic carbon can be ob-
served during the electrolysis. In all cases, the amount of carbon
oxidized to CO2 is low and only 10% of the carbon is completely
oxidized.

Similar electrolyses of phenol have been performed in a filter
press with separation of the compartments, using a cationic mem-
brane as separator, in order to avoid the reduction of the oxidation
products of phenol. Figure 5a shows the evolution of the phenol
concentration with the amount of charge during the electrolysis. The
result obtained is very similar to the oxidation in a single compart-
ment with respect to the order of the electrocatalytic activity. The
most active electrode for phenol oxidation is the
Ti/SnO2–Sb–Pt �3%� and the amount of phenol eliminated is simi-
lar in both cases �around 60%�. The electrode Ti/SnO –Sb presents

Figure 5. Evolution of the �a� normalized phenol concentration and �b�
normalized total organic carbon �TOC� vs specific charge in the electrolysis
of a 1000 ppm phenol + 0.5 M H2SO4 solution in a two-compartment filter-
press cell. Current density 25 mA cm−2. Cathode stainless steel. Rhombus
points ��� Ti/SnO2–Sb anode, square points ��� Ti/SnO2–Sb–Pt �3 atom
%� anode, circle points ��� Ti/SnO2–Sb–Pt �13 atom %� anode.
2

a lower activity, however the amount of phenol eliminated with this
electrode is higher �38%� than the phenol oxidized in the single-
compartment setup �34%�. The electrode with the highest amount of
platinum shows the lowest activity. Figure 5b shows the evolution of
TOC during the electrolysis of phenol with the different anodes. The
amount of TOC eliminated with the Ti/SnO2–Sb anode �27% re-
moved� is higher than the TOC removed with the single-
compartment cell �8% removed�. These results indicate that phenol
can be completely oxidized in successive step to CO2. The TOC
removal is low using platinum-containing electrodes and the results
are similar to that obtained in a single-compartment cell. This result
can be interpreted due to the formation of a refractory organic com-
pound for its oxidation to CO2 on platinum-containing electrodes
such as carboxylic acids.5

The enhanced electrocatalytic activity for the phenol oxidation of
the Ti/SnO2–Sb–Pt�3% atom� is discussed in the following. As a
general rule, the electrodes having a high overpotential for oxygen
evolution have a better performance in oxidation of organic
compounds10 due to the generation of a weakly bonded �phys-
isorbed� hydroxyl radical on electroactive sites of the oxide layer
�known as “nonactive” oxides�. The high concentration of OH· radi-
cals around the electrode promotes the complete oxidation of or-
ganic compounds.25,28 Typical layers employed in the elimination of
organic compounds have this characteristic, for example, SnO2 or
PbO2.1,11,23,29 The introduction of platinum in the oxide layer de-
creases the overpotential for OER and, therefore, the electrocatalytic
performance in organic oxidation decreases according to the in-
crease of “active” sites for hydroxyl radicals.25 In fact, the elec-
trodes containing platinum �13 atom %� have a lower efficiency
for elimination of phenol, in good agreement with the presence
of a higher concentration of chemisorbed OH· radicals. Conse-
quently, the activity for the elimination of phenol with
Ti/SnO2–Sb–Pt �3 atom%� electrodes would be lower than the ef-
ficiency obtained with the electrode without platinum but better than
the 13% platinum-doped electrode. The results showed that the best
performance was obtained with the former electrode �3% Pt�.

The previous analysis has been performed attending only to elec-
tronic factors of the electrocatalysis �chemical composition of the
electroactive layers�, but morphologic factors also govern the elec-
trocatalytic performance of the electrodes employed in the elimina-
tion of organic compounds with simultaneous production of oxygen.
Bock and MacDougall have performed the anodic oxidation of
p-benzoquinone with metallic oxide electrodes.27 These authors
show that the elimination rate is related to the amount of easily
accessible electroactive sites. Electrodes with high porosity, that is,
electrodes with high inner surface, present lower values of current
efficiency for organic destruction because OER occurs at inner and
outer sites of the oxide, while the oxidation of organics occurs pre-
dominantly in the external surface sites of the oxide.

The analysis of the morphologic features of these electrodes was
performed in a previous paper in which the electrochemical porosity
of the different electrodes used in this work was determined and it
was related to the morphology of the electrodes.20 The electrochemi-
cal porosity was obtained from an analysis of voltammetric charge
similar to that performed by Trasatti and co-workers. This type of
analysis has been usually employed for the analysis of oxide layers
of metallic compounds such as RuO2, Co3O4, or IrO2, that is, oxides
where there are a range of different oxidation states for the metallic
compound �typically “active” sites�.30-32 This method has been suc-
cessfully employed for the electrochemical determination of mor-
phologic information in our electrodes as shown in a previous paper,
although the electrode without platinum is considered to be a “non-
active” electrode.20 The active sites are considered as local zones on
the oxide surface with higher conductivity �i.e., higher Sb doping
levels�, and therefore the change of electronic charge during the
voltammetric experiments is faster in those sites of the electrode.
The concentration of hydroxyl radical during the electrolysis of wa-
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ter must be higher around these regions of the electrode because
there exists a higher local charge or surface conductivity �that is, a
site for the physisorption of an OH· radical�.

From the extrapolation for low scan rate �� → 0�, the total vol-
tammetric charge �qT

*� was obtained, related to the total amount of
electroactive sites. Plotting the voltammetric charge for high scan
rates and from the extrapolation for � → �, the outer voltammetric
charge �qo

*� can be obtained, that is, the charge related with more
accessible electroactive sites. The inner voltammetric surface �qi

*� is
calculated as the difference �qT

* − qo
*� and it is related with the elec-

troactive sites less accessible for the electrolyte �i.e., cracks�. Table
II shows the ratio qi

*/qT
* �inner charge fraction �ICF�� obtained for

the electrodes studied in this work. The value of ICF drops when the
amount of platinum in the oxide layer decreases. By scanning elec-
tron microscopy, it has been previously observed that the introduc-
tion of platinum on the oxide layer produces a compacting effect in
the morphology of the layer. The electrodes containing platinum
show a smoother and compacter surface.20

The ratio ICF is also called “electrochemical porosity.”30 The last
term can be misinterpreted because electrodes with high values of
“electrochemical porosity” present a less cracked surface while elec-
trodes with low “electrochemical porosity” have more cracks on the
surface. For that reason, the ICF concept fits better with compact-
ness of the outer electrode surface.

Table II shows the values of current efficiency �Ieff� for the elimi-
nation of phenol calculated as in the paper by Bock and
MacDougall,27 assuming that only one electron is involved in the
anodic oxidation of phenol, at the end of the electrolysis run �around
12 Ah L−1�, calculated by means of

Ieff =
�C�0� − C�t��Vn

I�t
�1�

where C�0� and C�t� are the initial and final phenol concentration
�molar units�, V is the volume of the cell �dm−3�, I is the applied
current �A�, �t is the electrolysis time �s�, and n is the number of
electrons for the oxidation of phenol �assumed to be 1 because the
oxidation mechanism is not well known�.

The electrode with higher current efficiency is the
Ti/SnO2–Sb–Pt �3 atom%�. The synergetic effect in phenol elimi-
nation is a balance of two opposite effects: the higher compactness
level of this electrode compared with the Sb-doped electrode favors
the oxidation of phenol, although paying attention only to electron-
ics factors, the electrocatalytic performance for this reaction would
be poorer. The first effect is predominant for this electrode because
the amount of platinum is low. In electrodes with higher amounts of
platinum �13 atom % concentration�, electronics effects are much
more evident.

In conclusion, electrodes of Ti/SnO2–Sb–Pt �3%� present a high
electrocatalytic activity for the elimination of phenol in water.
Antimony-doped tin dioxide electrodes present higher efficiency in
the removal of products coming from phenol oxidation to CO2
�TOC removal�, however these electrodes have the disadvantages of
its low stability in anodic polarization conditions. Platinum

Table II. Inner charge fraction (ICF) of different doped SnO2
electrodes and current efficiency „Ieff… obtained in the electrolysis
of 1000 ppm of phenol in 0.5 M H2SO4 (charge passed
12 Ah L−1) in filter-press cells with different design (single and
two compartments).

Electrode ICF

Ieff%

Single
compartment

Two
compartments

Ti/SnO2–Sb 0.16 0.65 0.72
Ti/SnO2–Sb–Pt �3 atom %� 0.22 1.25 1.04
Ti/SnO2–Sb–Pt �13 atom %� 0.40 0.49 0.32
�3 atom %�-doped electrodes have a service life two orders of mag-
nitude longer.20 For that reason, the optimization of the elimination
conditions will be performed with this last electrode.

Electrochemical oxidation of phenol with Ti/SnO2–Sb–Pt (3%)
electrodes.—A systematic study of the electrolysis conditions for
phenol elimination in 0.5 M H2SO4 solution has been performed
with the Ti/SnO2–Sb–Pt �3%� electrode attending to several factors
such as current density, phenol initial concentration, separation of
the compartments, etc.

The effect of current density in phenol elimination is shown in
Fig. 6. The figure shows the evolution of phenol normalized con-
centration vs the electrolysis time �Fig. 6a� for current densities
ranging from 25 to 200 mA cm−2. The experimental data can be
properly adjusted to a first-order exponential decay, indicating a
first-order kinetic for phenol concentration

C�t� = C�0� exp�−
kA

V
t� �2�

where C is the phenol concentration, A is the anode area �m2�, V is
the volume �m3� of the anolyte, t is the electrolysis time �s�, and k is
the kinetic constant for phenol elimination �m s−1�. Figure 6b shows
the values of the kinetic constant as a function of the applied current
density. The value of this constant increases with current density
reaching a maximum around 150 mA cm−2, and then it decreases.

Figure 6. �a� Evolution of the normalized phenol concentration vs electroly-
sis time in the electrolysis of a 1000 ppm phenol + 0.5 M H2SO4 solution in
a two-compartment filter-press cell. Anode: Ti/SnO2–Sb–Pt �3 atom %�,
cathode: stainless steel. Current density: square points ��� 25 mA cm−2, tri-
angle points ��� 50 mA cm−2, rhombus points ��� 100 mA cm−2, circle
points ��� 150 mA cm−2, asterisk points �*� 200 mA cm−2. �b� Variation of
the first-order kinetic constant for phenol elimination for the different current
densities of �a�.
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Therefore, the optimal current density in terms of the shortest time
for elimination of phenol is around 150 mA cm−2.

For the evaluation of the current efficiency for the nonselective
oxidation of organic compounds �phenol + intermediate products� to
CO2, a global parameter has been measured during the electrolysis
runs, namely, the chemical oxygen demand. Figure 7 shows the
evolution of the normalized COD of the solution vs the amount
of charge passed during the electrolysis of a solution of
1000 ppm of phenol at several current densities ranging from
25 to 200 mA cm−2. The instantaneous current efficiency �ICE� for
this oxidation can be calculated using the relation5

ICE =
�CODt − CODt+�t�FV

8I�t
�3�

where CODt and CODt+�t are the chemical oxygen demand �in
grams of O2 per dm3� at times t and t + �t, I is the applied current
�A�, F is the Faraday constant �96,485 C mol−1�, and V is the vol-
ume of electrolyte �dm3�. Figure 8 �inset� shows the evolution of the
ICE vs the specific charge passed during the electrolysis of a phenol
1000 ppm solution at 100 mA cm−2. The ICE drops during the elec-
trolysis time as the concentration of organic decreases, due to the
decreasing limiting current for the oxidation process or to the for-

Figure 7. �a� Evolution of the normalized COD vs specific charge in the
electrolysis of a 1000 ppm phenol + 0.5 M H2SO4 solution in a two-
compartment filter-press cell. Anode: Ti/SnO2–Sb–Pt �3 atom %�, cathode:
stainless steel. Current density: Square points ��� 25 mA cm−2, triangle
points ��� 50 mA cm−2, rhombus points ��� 100 mA cm−2, circle points
��� 150 mA cm−2, asterisks points � *� 200 mA cm−2.

Figure 8. Variation of the initial instantaneous current efficiency, ICE�0�, at
different current densities in a solution of 1000 ppm of phenol. Inset: Evo-
lution of the ICE obtained from COD during the electrolysis at
100 mA cm−2.
mation of refractory organic compounds toward anodic oxidation.
The evolution of ICE can be fitted to a first-order exponential decay
function, similarly to the expression obtained for the evolution of
ICE with diamond anodes

ICE�t� = ICE�0� exp�Kt� �4�

where K is a constant depending on the applied current density.33

From the extrapolation of the specific charge of the electrolysis
to zero, the value of initial current efficiency, ICE�0�, can be ob-
tained. This value can be obtained for the different electrolysis con-
ditions. The ICE�0� is plotted vs the current density in Fig. 8. The
value of ICE�0� is high at low current densities values but it reaches
a minimum at 150 mA cm−2. A constant value of ICE�0� is obtained
at higher current densities.

The effect of the initial concentration of phenol has been ana-
lyzed in the electrolysis of 1000, 600, 300, and 100 ppm phenol
solutions. The evolution of phenol concentration during the elec-
trolysis at 100 mA cm−2 in all cases fits well with a first-order ex-
ponential decay �Figure 9�. More specifically, the value of the expo-
nential factor is very similar in all the cases, indicating that the
oxidation is produced in a similar manner for all the concentrations.
The kinetic expression for phenol elimination for this concentration
range �with C�0� between 0 and 1000 ppm of phenol� is

C�t� = C�0� exp�−�0.050 ± 0.006�
A

V
t� �5�

With respect to the evolution of COD�t�, the portion of the COD
removed is 34–38% after passing a specific charge around
70 Ah L−1 in all the experiments performed with different initial
concentration.

Finally, the effect of the separation of anolyte from catholyte
�using a cationic membrane� has been studied by comparison of the
results of the electrolysis of 1000 ppm of phenol at 100 mA cm−2 in
a cell with one or two compartments. From a technical point of
view, single-compartment cells are preferred as they are easier to
build and to arrange. In addition, the lower distance and fewer sepa-
rator elements produce a lowering in the cost of the electrochemical
process �lower ohmic drops�. The evolution of the normalized phe-
nol concentration during the electrolysis with a single- and a two-
compartment cell is very similar in both cases. Thus after 12 Ah L−1

specific charge passed, the phenol removed in the separated cell is
55%, while it is 58% for the single-compartment cell. With respect
to the COD removal, the trend for both electrolyses is very similar,
but the COD removed is slightly higher for the separated cell �17%�
with respect to the nonseparated cell �14%�.

Figure 9. Electrolysis of solutions of phenol of different initial concentration
in 0.5 M H2SO4 in a two-compartment filter-press cell. Anode
Ti/SnO2–Sb–Pt �3 atom %�, cathode stainless steel. Evolution of the phenol
concentration vs electrolysis time. Initial phenol concentration: Square points
��� 1000 ppm. Triangle points ��� 600 ppm. Circle points ��� 300 ppm.
Rhombus points ��� 100 ppm.
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Conclusions

The electrolysis of aqueous solutions containing phenol has been
performed with a variety of antimony and antimony-platinum-doped
SnO2 electrodes of Ti/SnO2–Sb and Ti/SnO2–Sb–Pt oxidized phe-
nol at potential lower than the OER. When the amount of platinum
increases in the electrode oxide layer, the oxidation potential of
phenol decreases. During the first voltammetric scans, the oxidation
of phenol suffers inhibition due to the electrode fouling by the for-
mation of a polymeric film on the electrode surface which can be
removed by anodic polarization.

Discarding geometric effects, the electrocatalytic activity �per ac-
tive site� of the electrode Ti/SnO2–Sb for phenol oxidation is higher
than the activity of platinum-containing electrodes. The mechanism
of the electrochemical oxidation of phenol at 1.8 V is similar for all
the electrodes studied as evidenced by the potential step experi-
ments.

The oxidation of phenol solutions was performed by electrolysis
in galvanostatic conditions. The electrode Ti/SnO2–Sb–Pt �3 atom
%� has the highest efficiency for phenol removal by anodic oxida-
tion. However, phenol is oxidized in the platinum-containing elec-
trodes to organic species that remain in solution. The electrode
Ti/SnO2–Sb presents the best performance in the nonselective elimi-
nation of the organic compounds to CO2. Nevertheless, these elec-
trodes have a very short service life. For that reason, the
Ti/SnO2–Sb–Pt �3 atom %� electrode is preferred for use in anodic
oxidation of phenol.

The galvanostatic oxidation of phenol with Ti/SnO2–Sb–Pt �3
atom %� electrode shows a first-order kinetics with a kinetic con-
stant �k� depending of the applied current density. The highest value
for k was obtained for 150 mA cm−1, in the conditions employed in
this work. The kinetic expression is very similar for the oxidation of
phenol concentration ranging between 100 and 1000 ppm.

The current efficiency for the elimination of phenol and COD of
the solution decreases as the applied current density grows, as ex-
pected. The oxidation of phenol in a single-compartment cell has a
similar performance to the electrolysis in a separated �anolyte-
catholyte� cell.
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